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FOREWORD*

In 1911, The American Society of Mechanical Engineers established the Boiler and Pressure Vessel Committee to for-
mulate standard rules for the construction of steam boilers and other pressure vessels. In 2009, the Boiler and Pressure
Vessel Committee was superseded by the following committees:
(a) Committee on Power Boilers (I)
(b) Committee on Materials (II)
(c) Committee on Construction of Nuclear Facility Components (III)
(d) Committee on Heating Boilers (IV)
(e) Committee on Nondestructive Examination (V)
(f) Committee on Pressure Vessels (VIII)
(g) Committee on Welding, Brazing, and Fusing (IX)
(h) Committee on Fiber-Reinforced Plastic Pressure Vessels (X)
(i) Committee on Nuclear Inservice Inspection (XI)
(j) Committee on Transport Tanks (XII)
(k) Committee on Overpressure Protection (XIII)
(l) Technical Oversight Management Committee (TOMC)
Where reference is made to “the Committee” in this Foreword, each of these committees is included individually and

collectively.
The Committee’s function is to establish rules of safety relating only to pressure integrity, which govern the

construction** of boilers, pressure vessels, transport tanks, and nuclear components, and the inservice inspection of nu-
clear components and transport tanks. The Committee also interprets these rules when questions arise regarding their
intent. The technical consistency of the Sections of the Code and coordination of standards development activities of the
Committees is supported and guided by the Technical Oversight Management Committee. This Code does not address
other safety issues relating to the construction of boilers, pressure vessels, transport tanks, or nuclear components, or
the inservice inspection of nuclear components or transport tanks. Users of the Code should refer to the pertinent codes,
standards, laws, regulations, or other relevant documents for safety issues other than those relating to pressure integ-
rity. Except for Sections XI and XII, and with a few other exceptions, the rules do not, of practical necessity, reflect the
likelihood and consequences of deterioration in service related to specific service fluids or external operating environ-
ments. In formulating the rules, the Committee considers the needs of users, manufacturers, and inspectors of pressure
vessels. The objective of the rules is to afford reasonably certain protection of life and property, and to provide a margin
for deterioration in service to give a reasonably long, safe period of usefulness. Advancements in design and materials
and evidence of experience have been recognized.
This Code contains mandatory requirements, specific prohibitions, and nonmandatory guidance for construction ac-

tivities and inservice inspection and testing activities. The Code does not address all aspects of these activities and those
aspects that are not specifically addressed should not be considered prohibited. The Code is not a handbook and cannot
replace education, experience, and the use of engineering judgment. The phrase engineering judgment refers to technical
judgments made by knowledgeable engineers experienced in the application of the Code. Engineering judgments must
be consistent with Code philosophy, and such judgments must never be used to overrule mandatory requirements or
specific prohibitions of the Code.
The Committee recognizes that tools and techniques used for design and analysis change as technology progresses

and expects engineers to use good judgment in the application of these tools. The designer is responsible for complying
with Code rules and demonstrating compliance with Code equations when such equations are mandatory. The Code
neither requires nor prohibits the use of computers for the design or analysis of components constructed to the

* The information contained in this Foreword is not part of this American National Standard (ANS) and has not been processed in accordance
with ANSI's requirements for an ANS. Therefore, this Foreword may contain material that has not been subjected to public review or a con-
sensus process. In addition, it does not contain requirements necessary for conformance to the Code.

** Construction, as used in this Foreword, is an all-inclusive term comprising materials, design, fabrication, examination, inspection, testing,
certification, and overpressure protection.
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requirements of the Code. However, designers and engineers using computer programs for design or analysis are cau-
tioned that they are responsible for all technical assumptions inherent in the programs they use and the application of
these programs to their design.

The rules established by the Committee are not to be interpreted as approving, recommending, or endorsing any pro-
prietary or specific design, or as limiting in any way the manufacturer’s freedom to choose any method of design or any
form of construction that conforms to the Code rules.

The Committee meets regularly to consider revisions of the rules, new rules as dictated by technological development,
Code Cases, and requests for interpretations. Only the Committee has the authority to provide official interpretations of
this Code. Requests for revisions, new rules, Code Cases, or interpretations shall be addressed to the Secretary in writing
and shall give full particulars in order to receive consideration and action (see Submittal of Technical Inquiries to the
Boiler and Pressure Vessel Standards Committees). Proposed revisions to the Code resulting from inquiries will be pre-
sented to the Committee for appropriate action. The action of the Committee becomes effective only after confirmation
by ballot of the Committee and approval by ASME. Proposed revisions to the Code approved by the Committee are sub-
mitted to the American National Standards Institute (ANSI) and published at http://go.asme.org/BPVCPublicReview to
invite comments from all interested persons. After public review and final approval by ASME, revisions are published at
regular intervals in Editions of the Code.

The Committee does not rule on whether a component shall or shall not be constructed to the provisions of the Code.
The scope of each Section has been established to identify the components and parameters considered by the Committee
in formulating the Code rules.

Questions or issues regarding compliance of a specific component with the Code rules are to be directed to the ASME
Certificate Holder (Manufacturer). Inquiries concerning the interpretation of the Code are to be directed to the Commit-
tee. ASME is to be notified should questions arise concerning improper use of the ASME Single Certification Mark.

When required by context in this Section, the singular shall be interpreted as the plural, and vice versa, and the fem-
inine, masculine, or neuter gender shall be treated as such other gender as appropriate.

The words “shall,” “should,” and “may” are used in this Standard as follows:
– Shall is used to denote a requirement.
– Should is used to denote a recommendation.
– May is used to denote permission, neither a requirement nor a recommendation.
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STATEMENT OF POLICY ON THE USE OF THE ASME SINGLE
CERTIFICATION MARK AND CODE AUTHORIZATION IN

ADVERTISING

ASME has established procedures to authorize qualified organizations to perform various activities in accordance
with the requirements of the ASME Boiler and Pressure Vessel Code. It is the aim of the Society to provide recognition
of organizations so authorized. An organization holding authorization to perform various activities in accordance with
the requirements of the Code may state this capability in its advertising literature.
Organizations that are authorized to use the ASME Single Certification Mark for marking items or constructions that

have been constructed and inspected in compliance with the ASME Boiler and Pressure Vessel Code are issued Certifi-
cates of Authorization. It is the aim of the Society to maintain the standing of the ASME Single Certification Mark for the
benefit of the users, the enforcement jurisdictions, and the holders of the ASME Single Certification Mark who comply
with all requirements.
Based on these objectives, the following policy has been established on the usage in advertising of facsimiles of the

ASME Single Certification Mark, Certificates of Authorization, and reference to Code construction. The American Society
of Mechanical Engineers does not “approve,” “certify,” “rate,” or “endorse” any item, construction, or activity and there
shall be no statements or implications that might so indicate. An organization holding the ASME Single Certification Mark
and/or a Certificate of Authorization may state in advertising literature that items, constructions, or activities “are built
(produced or performed) or activities conducted in accordance with the requirements of the ASME Boiler and Pressure
Vessel Code,” or “meet the requirements of the ASME Boiler and Pressure Vessel Code.”An ASME corporate logo shall not
be used by any organization other than ASME.
The ASME Single Certification Mark shall be used only for stamping and nameplates as specifically provided in the

Code. However, facsimiles may be used for the purpose of fostering the use of such construction. Such usage may be
by an association or a society, or by a holder of the ASME Single Certification Mark who may also use the facsimile
in advertising to show that clearly specified items will carry the ASME Single Certification Mark.

STATEMENT OF POLICY ON THE USE OF ASME MARKING TO
IDENTIFY MANUFACTURED ITEMS

The ASME Boiler and Pressure Vessel Code provides rules for the construction of boilers, pressure vessels, and nuclear
components. This includes requirements for materials, design, fabrication, examination, inspection, and stamping. Items
constructed in accordance with all of the applicable rules of the Code are identified with the ASME Single Certification
Mark described in the governing Section of the Code.
Markings such as “ASME,” “ASME Standard,” or any other marking including “ASME” or the ASME Single Certification

Mark shall not be used on any item that is not constructed in accordance with all of the applicable requirements of the
Code.
Items shall not be described on ASME Data Report Forms nor on similar forms referring to ASME that tend to imply

that all Code requirements have been met when, in fact, they have not been. Data Report Forms covering items not fully
complying with ASME requirements should not refer to ASME or they should clearly identify all exceptions to the ASME
requirements.
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ð23ÞCORRESPONDENCE WITH THE COMMITTEE

General

ASME codes and standards are developed andmaintained by committees with the intent to represent the consensus of
concerned interests. Users of ASME codes and standards may correspond with the committees to propose revisions or
cases, report errata, or request interpretations. Correspondence for this Section of the ASME Boiler and Pressure
Vessel Code (BPVC) should be sent to the staff secretary noted on the Section’s committee web page, accessible at
https://go.asme.org/CSCommittees.

NOTE: See ASME BPVC Section II, Part D for guidelines on requesting approval of new materials. See Section II, Part C for guidelines on re-
questing approval of new welding and brazing materials (“consumables”).

Revisions and Errata

The committee processes revisions to this Code on a continuous basis to incorporate changes that appear necessary or
desirable as demonstrated by the experience gained from the application of the Code. Approved revisions will be pub-
lished in the next edition of the Code.

In addition, the committee may post errata and Special Notices at http://go.asme.org/BPVCerrata. Errata and Special
Notices become effective on the date posted. Users can register on the committee web page to receive e-mail notifica-
tions of posted errata and Special Notices.

This Code is always open for comment, and the committee welcomes proposals for revisions. Such proposals should
be as specific as possible, citing the paragraph number(s), the proposed wording, and a detailed description of the rea-
sons for the proposal, including any pertinent background information and supporting documentation.

Cases

(a) The most common applications for cases are
(1) to permit early implementation of a revision based on an urgent need
(2) to provide alternative requirements
(3) to allow users to gain experience with alternative or potential additional requirements prior to incorporation

directly into the Code
(4) to permit use of a new material or process

(b) Users are cautioned that not all jurisdictions or owners automatically accept cases. Cases are not to be considered
as approving, recommending, certifying, or endorsing any proprietary or specific design, or as limiting in any way the
freedom of manufacturers, constructors, or owners to choose any method of design or any form of construction that
conforms to the Code.

(c) The committee will consider proposed cases concerning the following topics only:
(1) equipment to be marked with the ASME Single Certification Mark, or
(2) equipment to be constructed as a repair/replacement activity under the requirements of Section XI

(d) A proposed case shall be written as a question and reply in the same format as existing cases. The proposal shall
also include the following information:

(1) a statement of need and background information
(2) the urgency of the case (e.g., the case concerns a project that is underway or imminent)
(3) the Code Section and the paragraph, figure, or table number(s) to which the proposed case applies
(4) the edition(s) of the Code to which the proposed case applies

(e) A case is effective for use when the public review process has been completed and it is approved by the cognizant
supervisory board. Cases that have been approved will appear in the next edition or supplement of the Code Cases
books, “Boilers and Pressure Vessels” or “Nuclear Components.” Each Code Cases book is updated with seven Supple-
ments. Supplements will be sent or made available automatically to the purchasers of the Code Cases books until the
next edition of the Code. Annulments of Code Cases become effective six months after the first announcement of the
annulment in a Code Case Supplement or Edition of the appropriate Code Case book. The status of any case is available
at http://go.asme.org/BPVCCDatabase. An index of the complete list of Boiler and Pressure Vessel Code Cases and Nu-
clear Code Cases is available at http://go.asme.org/BPVCC.
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Interpretations
(a) Interpretations clarify existing Code requirements and are written as a question and reply. Interpretations do not

introduce new requirements. If a revision to resolve conflicting or incorrect wording is required to support the inter-
pretation, the committee will issue an intent interpretation in parallel with a revision to the Code.
(b) Upon request, the committee will render an interpretation of any requirement of the Code. An interpretation can

be rendered only in response to a request submitted through the online Interpretation Submittal Form at
http://go.asme.org/InterpretationRequest. Upon submitting the form, the inquirer will receive an automatic e-mail con-
firming receipt.
(c) ASME does not act as a consultant for specific engineering problems or for the general application or understand-

ing of the Code requirements. If, based on the information submitted, it is the opinion of the committee that the inquirer
should seek assistance, the request will be returned with the recommendation that such assistance be obtained. In-
quirers may track the status of their requests at http://go.asme.org/Interpretations.
(d) ASME procedures provide for reconsideration of any interpretation when or if additional information that might

affect an interpretation is available. Further, persons aggrieved by an interpretation may appeal to the cognizant ASME
committee or subcommittee. ASME does not “approve,” “certify,” “rate,” or “endorse” any item, construction, proprietary
device, or activity.
(e) Interpretations are published in the ASME Interpretations Database at http://go.asme.org/Interpretations as they

are issued.

Committee Meetings
The ASME BPVC committees regularly hold meetings that are open to the public. Persons wishing to attend any meet-

ing should contact the secretary of the applicable committee. Information on future committee meetings can be found at
http://go.asme.org/BCW.
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PREFACE

On January 3, 1919, ASME participated with several other organizations in a meeting to discuss the continuation of
wartime research in welding. Out of that meeting, the American Welding Society was established and since that time
there has been a constant and interwoven record of development by the American Welding Society and The American
Society of Mechanical Engineers of the techniques of welding. Through all of these great years of growth, many of the
leaders in the field of engineering had the common interest of pressure equipment design and manufacture and the de-
velopment of welding as a powerful tool in that manufacture. The evolution of this cooperative effort is contained in
Professor A. M. Greene’s “History of the ASME Boiler Code,” which was published as a series of articles in Mechanical
Engineering from July 1952 through August 1953 and is now available from ASME in a special bound edition. The fol-
lowing quotation from this history based on the minutes of the Committee notes the cooperative nature of the work done
in the area of welding.

“During 1919, a number of cases involving welding were referred by the Boiler Code Committee to the Subcommittee on
Welding.

“As the National Welding Council was to be discontinued, a new organization was to be formed to be known as the Amer-
ican Welding Society with which the American Bureau of Welding was to be affiliated. This was to be a body representing
the entire industry and would eliminate commercial aspects, undertake research and standardization, and act as a judicial
body providing a medium for advancing the science and art of welding.”

In 1935 the AWS-ASTM Joint Committee on Filler Metal was organized to provide standard specifications for welding
rods, electrodes, filler metals, and fluxes for this developing U.S. industry.

In 1969 these two sponsors agreed to dissolve this joint activity and to permit the American Welding Society to as-
sume sole responsibility for the family of welding rods, electrodes, filler metal, and flux specifications then in being.

In 1992, the ASME Board of Pressure Technology Codes and Standards endorsed the use of materials produced to
other than AWS specifications. It is the intent of ASME to follow its procedures and practices currently in use to imple-
ment the adoption of material specifications of AWS and other recognized national or international organizations.

Section II, Part C contains material specifications, most of which are identical to corresponding specifications pub-
lished by AWS and other recognized national or international organizations. All adopted specifications are either repro-
duced in the Code, where permission to do so has been obtained from the originating organization, or so referenced, and
information about how to obtain them from the originating organization is provided. The ASME Committee reviews all
material specifications submitted to it and if it is felt that there is any need to adapt them for Code purposes, revisions
are made to them. However, there is constant liaison between ASME and AWS and other recognized national or inter-
national organizations, and there will be continuing effort to see that the specifications as produced by AWS and other
recognized national or international organizations and those printed in the ASME Code are identical.

To assure that there will be a clear understanding on the part of the users of Section II, ASME publishes both the iden-
tical specifications and those amended for Code usage every 2 years.

The ASME Boiler and Pressure Vessel Code has been adopted into law by 50 states and many municipalities in the
United States and by all of the Canadian provinces.
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GUIDELINE ON THE APPROVAL OF NEWWELDING AND BRAZING
MATERIAL CLASSIFICATIONS UNDER THE ASME BOILER AND

PRESSURE VESSEL CODE

Code Policy. It is the policy of the ASME Boiler and Pressure Vessel Committee to adopt for inclusion in Section II, Part
C, only such specifications as have been adopted by the American Welding Society (AWS), and by other recognized na-
tional or international organizations.
It is expected that requests for Code approval will normally be for welding and brazing materials (hereafter termed

“consumables”) for which there is a recognized national or international specification. For consumables made to a re-
cognized national or international specification other than those of the AWS, the inquirer shall give notice to the stan-
dards developing organization that a request has been made to ASME for adoption of their specification under the ASME
Code, and shall request that the organization to grant ASME permission to reprint the standard. For other consumables,
a request shall be made to the AWS, or a recognized national or international organization, to develop a specification that
can be presented to the Code Committee.
It is the policy of the ASME Boiler and Pressure Vessel Committee to consider requests to adopt new consumables for

use by boiler, pressure vessel, or nuclear power plant component Manufacturers or end users. Further, such requests
should be for consumables for which there is a reasonable expectation of use in a boiler, pressure vessel, or nuclear
power plant component constructed to the rules of one of the Sections of this Code.
Application. The inquirer shall identify to the Committee all product forms, size ranges, and specifications for which

incorporation is desired, and state whether or not the consumable is covered by patents, whether or not it is licensed,
and if licensed, any limitations on its manufacture.
Weldability/Brazability. The inquirer shall furnish complete data on procedure qualification tests made in accor-

dance with the requirements of Section IX. Such tests shall be made over the full range of base metal thickness in which
the consumable is to be used. Pertinent information on deposited metal, such as effects from postweld heat treatment,
susceptibility to air hardening, effects of joining processes, expected notch toughness values, and the amount of experi-
ence in use of the consumable shall be given.
Physical Changes. For new consumables, it is important to know the structural stability characteristics and the de-

gree of retention of properties with exposure at temperature. The influence of welding or brazing and thermal treatment
operations on the mechanical properties, ductility, and microstructure of the deposited metal are important, particularly
where degradation in properties may occur. Where particular temperature ranges of exposure or heat treatment, cool-
ing rates, combinations of mechanical working and thermal treatments, fabrication practices, exposure to particular en-
vironments, etc., cause significant changes in the mechanical properties, microstructure, resistance to brittle fracture,
etc., it is of prime importance to call attention to those conditions that should be avoided in service or in manufacture
of parts or vessels using the consumable.
Requests for Additional Data. The Committee may request additional data, including data on properties or depos-

ited metal behavior not explicitly treated in the construction Code in which adoption is desired.
Code Case. The Code Committee will consider the issuance of an ASME Code Case, to be effective for a period of three

years, permitting the treatment of a new welding or brazing material under an existing ASME Section IX grouping for
qualification purposes, provided that the following conditions are met:
(a) The inquirer provides evidence that a request for coverage of the consumable in a specification has been made to

the AWS or a recognized national or international organization;
(b) the consumable is commercially available and can be purchased within the proposed specification requirements;
(c) the inquirer shows that there will be a reasonable demand for the consumable by industry and that there exists an

urgency for approval by means of a Code Case;
(d) the request for approval of the consumable shall clearly describe it in specification form, including applicable items

as scope, process, manufacture, conditions for delivery, heat treatment, chemical and tensile requirements, testing spe-
cifications and requirements, workmanship, finish, marking, inspection, and rejection;
(e) all other requirements identified previously under Code Policy and Application apply; and
(f) the inquirer shall furnish the Code Committee with all the data specified in this Guideline.
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Requirements for Requests for ASME Acceptance of Welding and Brazing Material Specifications to Recog-
nized National or International Standards Other Than the AWS. The Committee will consider only requests in ac-
cordance with the Boiler and Pressure Vessel Committee Operating and Administrative Procedures, OP-8.6 (English
language: U.S. or SI/metric units). The Committee will consider accepting specifications of recognized national or inter-
national organizations in accordance with OP-8.6 such as, but not limited to, AWS, CSA, CEN, DIN, and JIS. Consumable
specifications of other than national or international organizations, such as those of consumable producers and suppli-
ers, will not be considered for acceptance.

Requirements for Recognized National or International Specifications. Acceptable consumable specifications will
be identified by date or edition. Approved edition(s) will be stated in the subtitle of the ASME specification. Minimum
requirements that must be contained in a consumable specification for which acceptance is being requested include such
items as name of national or international organization, scope, reference documents, process, manufacture, conditions
for delivery, heat treatment, chemical and tensile requirements, testing specifications and requirements, workmanship,
finish, marking, inspection, and rejection.

Publication of Recognized National or International Specifications. Specifications for which ASME has not been
given permission to publish by the originating organization will be referenced on a cover sheet in appropriate Appen-
dices in Section II, Part C, along with information xxix on where to obtain a copy of those documents. Documents that are
referenced in non-AWS consumable specifications will not be published by ASME. However, information on where to
obtain a copy of those documents will be maintained in Section II, Part C. Additions and exceptions to the consumable
specification will be noted in the subtitle of the specification.

NewWelding and Brazing Materials Checklist. To assist inquirers desiring Code coverage for new consumables, or
extending coverage of existing consumables, the Committee has developed the following checklist of items that ought to
be addressed by each inquiry. The Committee reserves the right to request additional data and application information
when considering new consumables.

(a) Has a qualified inquirer request been provided?
(b) Has a request for either revision to existing Code requirements or for a Code Case been defined?
(c) Has a letter to the AWS been submitted requesting coverage of the new consumable in a specification, and has a

copy been submitted to the Committee? Alternatively, is this consumable already covered by a specification issued by a
recognized national or international organization, and has an English language version been provided?

(d) Has the Construction Code and Division coverage been identified?
(e) Have mechanical property data been submitted (ultimate tensile strength, yield strength, reduction of area, and

elongation) for each intended joining process?
(f) Have toughness considerations required by the Construction Code been defined and has appropriate data been

submitted?
(g) Have joining requirements been defined and has procedure qualification test data been submitted?
(h) Has influence of fabrication practices on deposited metal properties been defined?

xxxvii



SUMMARY OF CHANGES

Changes listed below are identified on the pages by a margin note, (23), placed next to the affected area.

Page Location Change

v List of Sections (1) Under Section III, Division 4 added
(2) Title of Section XI and subtitle of Section XI, Division 2 revised
(3) Information on interpretations and Code cases moved to

“Correspondence With the Committee”
ix Personnel Updated

xxxi AWS Personnel Updated

xxxiii Correspondence With the
Committee

Added (replaces “Submittal of Technical Inquiries to the Boiler and
Pressure Vessel Standards Committees”)

xxxix Cross-Referencing in the
ASME BPVC

Updated

109 SFA-5.4/SFA-5.4M Revised in its entirety

149 SFA-5.5/SFA-5.5M Revised in its entirety

289 SFA-5.9/SFA-5.9M Revised in its entirety

323 SFA-5.10/SFA-5.10M Revised in its entirety

411 SFA-5.13/SFA-5.13M Revised in its entirety

469 SFA-5.15 Revised in its entirety

493 SFA-5.16/SFA-5.16M Revised in its entirety

547 SFA-5.18/SFA-5.18M Revised in its entirety

581 SFA-5.20/SFA-5.20M Revised in its entirety

695 SFA-5.23/SFA-5.23M Revised in its entirety

743 SFA-5.24/SFA-5.24M Revised in its entirety

757 SFA-5.25/SFA-5.25M Revised in its entirety

807 SFA-5.28/SFA-5.28M Revised in its entirety

853 SFA-5.29/SFA-5.29M Revised in its entirety

899 SFA-5.30/SFA-5.30M Revised in its entirety

925 SFA-5.31M/SFA-5.31 Revised in its entirety

945 SFA-5.32M/SFA-5.32 Revised in its entirety
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ð23ÞCROSS-REFERENCING IN THE ASME BPVC

Paragraphs within the ASME BPVCmay include subparagraph breakdowns, i.e., nested lists. The following is a guide to
the designation and cross-referencing of subparagraph breakdowns:

(a) Hierarchy of Subparagraph Breakdowns
(1) First-level breakdowns are designated as (a), (b), (c), etc.
(2) Second-level breakdowns are designated as (1), (2), (3), etc.
(3) Third-level breakdowns are designated as (-a), (-b), (-c), etc.
(4) Fourth-level breakdowns are designated as (-1), (-2), (-3), etc.
(5) Fifth-level breakdowns are designated as (+a), (+b), (+c), etc.
(6) Sixth-level breakdowns are designated as (+1), (+2), etc.

(b) Cross-References to Subparagraph Breakdowns. Cross-references within an alphanumerically designated para-
graph (e.g., PG-1, UIG-56.1, NCD-3223) do not include the alphanumerical designator of that paragraph. The cross-
references to subparagraph breakdowns follow the hierarchy of the designators under which the breakdown appears.
The following examples show the format:

(1) If X.1(c)(1)(-a) is referenced in X.1(c)(1), it will be referenced as (-a).
(2) If X.1(c)(1)(-a) is referenced in X.1(c)(2), it will be referenced as (1)(-a).
(3) If X.1(c)(1)(-a) is referenced in X.1(e)(1), it will be referenced as (c)(1)(-a).
(4) If X.1(c)(1)(-a) is referenced in X.2(c)(2), it will be referenced as X.1(c)(1)(-a).
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WELDING AND BRAZING CONSUMABLES —
PROCUREMENT OF FILLER MATERIALS AND FLUXES

SFA-5.01M/SFA-5.01

(Identical with AWS Specification A5.01M/A5.01:2019 (ISO 14344:2010 MOD). In case of dispute, the original AWS text
applies.)

ASME BPVC.II.C-2023 SFA-5.01M/SFA-5.01

1



ASME BPVC.II.C-2023SFA-5.01M/SFA-5.01

2

Welding and Brazing Consumables—
Procurement of Filler Materials and Fluxes

1. Scope
1.1 This standard identifies various information necessary for communication between a purchaser and a supplier of
welding or brazing consumables. This standard, together with an AWS, ISO, or other recognized welding or brazing
consumable standard, provides a method for preparing those specific details needed for welding and brazing consumable
procurement which consist of the following:

(1) the welding or brazing consumable classification (selected from the pertinent AWS, ISO, or other applicable
welding or brazing consumable standard);

(2) the lot class (selected from Clause 4 of this standard),

(3) the testing schedule (selected from Clause 5 of this standard).

Selection of the specific welding or brazing consumable classification, lot class, and testing schedule will depend upon
the requirements of the application for which the consumable is being procured.

1.2 This specification makes use of both U.S. Customary Units and the International System of Units (SI). The measure-
ments are not exact equivalents; therefore, each system must be used independently of the other without combining in
any way when referring to weld metal properties. The specification with the designation A5.01M uses SI Units. The spec-
ification A5.01 uses U.S. Customary Units. The latter are shown within brackets [ ] or in appropriate columns in tables
and figures. The standard dimensions based on either system may be used for the sizing of electrodes, packaging, or both
under A5.01M or A5.01 specifications.

2. Normative References
The following normative documents contain provisions which, through references in this text, constitute provisions of
this standard. For dated references, subsequent amendments to, or revisions of, any of these publications do not apply.
However, parties to agreements based on this Standard are encouraged to investigate the possibility of applying the most
recent editions of the normative documents indicated below. For undated references, the latest editions of the normative
documents referred to apply. Members of ISO and IEC maintain registers of currently valid International Standards.

2.1 The following AWS standards are referenced in the mandatory section of this document.

AWS A3.0 M/A3.0, Standard Terms and Definitions, Including Terms for Adhesive Bonding, Brazing, Soldering,
Thermal Cutting, and Thermal Spraying

AWS A5.02/A5.02M, Specification for Filler Metal Standard Sizes, Packaging, and Physical Attributes

2.2 The following ISO standards are referenced in the mandatory section of this document.

ISO 544, Welding consumables — Technical delivery conditions for welding filler materials — Type of product,
dimensions, tolerances and markings

ISO 10474, Steel and steel products — Inspection documents

2.3 The following EN standard is referenced in the mandatory section of this document.

EN 10204, Metallic Products — Types of Inspection Documents




